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Sample Name: Poly(styrene-b-ethylene oxide-b-

Hepta flurobutylmethacrylate-b-4VP) 

 

Sample #:  P41541-SEOHFBMA4VP 

 

Structure: 
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Composition: 

Mn x 103 

S-b-EO-b-HFBMA-4VP 
PDI 

9.0-b-19.5-b-3.0-121.0 2.0 

 

Synthesis Procedure: 

The polymer was prepared by combination of anionic 

and RAFT polymerization process. 

 

RAFT macroinitiator structure: 
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1H NMR spectrum of the RAFT macroinitiator: 

  
1H NMR spectrum of the SEO sample: 

 

HNMR spectrum of SEO-terminated with RAFT: 

 
 

HNMR spectrum of the SEOHFBMA Sample: 

 
HNMR spectrum of the SEOHFBMA4VP 

Sample: 
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SEC elugram of the SOH Sample: 

 
 

SEC elugram of SEO-terminated with RAFT: 

 
 

SEC elugram of the SEOHFBMA Sample: 

 
 

 

 

 

SEC elugram of the SEOHFBMA4VP Sample: 
P41541-SEOHFBMA-4Vp
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Sample Mn Mw Mz IV Mw/Mn

P41541-SEOHFBMA4Vp_1_2018-12-16
12-31-49.vdt

153,027 316,807 484,051 1.0000 2.070

dn/dc

Flow 

Rate
Solvent

Method

0.1480

0.7000

DMF with LiBr

PSS 
column-PMMA64K-22Nov2018-0004.vcm

 


