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Sample Name: Poly(Methylmethacrylate) 

 

Sample #:  P42993A-MMA  

 

Structure: 

 
Composition: 

Degree of Polymerization PDI 

Dp by HNMR: 9 1.12 

 

Characterization: 

The molecular weight and polydispersity index 

(PDI) are obtained by size exclusion 

chromatography (SEC) in THF. Degree of 

polymerization by HNMR analysis. 

 
1H-NMR spectrum of the polymer: 

 

 

SEC chromatogram of Sample: 

 

 
 


