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Sample Name: Oligomers of  
Poly(α-propyl acrylic acid) with Poly (α-propyl 
ethyl acrylate)  
 
Sample #: P18980-PrAAPrEtA   
 
Structure: 
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n: 4 
 
Composition: 

Mn x 103 PDI 

0.74 1.2 

 
H NMR:  

 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

SEC: 
P18980-PrEAPrAAran
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Size exclusion chromatograph of product:

M
n
=740   Mw/Mn=1.2

 

 
 
 
 
 
 
 
 
 
 
 
 


